FmER | FRREE F= B WERE BERE BER | BEERE &
Type Width (BB X 52 18) TXW T of (BT of Tin | 2 Width | Thickness | Remar
Copper error error ks
0.08X0.8 0.05 0.015 +0.1 +0.01
08 0.10X0.8 0.05 0.025 +0.1 +0.01
0.08X1.0 0.05 0.015 +0.1 +0.01
10 0.10X 1.0 0.05 0.025 +0.1 +0.01
0.2%1.2 0.15 0.025 +0.1 +0.01
12 0.25%1.2 0.2 0.025 +0.1 +0.01
0.08X 1.5/1.6 0.05 0.015 +0.1 +0.01
0.10X 1.5/1.6 0.05 0.025 +0.1 +0.01
0.12X1.5/1.6 0.075 0.0225 +0.1 +0.01
0.15X 1.5/1.6 0.1 0.025 +0.1 +0.01
1.5/1.6 0.20X 1.5/1.6 0.15 0.025 +0.1 +0.01
0.23X1.5/1.6 0.18 0.025 +0.1 +0.01 PR
0.25X 1.5/1.6 0.2 0.025 +0.1 +0.02 B
EE& 0.28%1.5/1.6 0.23 0.025 +0.1 +0.03 a
Tinned ZR
Conper 0.3*1.5/1.6 0.25 0.025 +0.1 +0.04 -
strip 0.15X 1.8 0.1 0.025 +0.1 +0.01 Can be
0.16X1.8 0.1 0.03 +0.1 +0.01 custo
s 0.18X 1.8 0.125 0.0275 +0.1 +0.01 nized
0.20X 1.8 0.15 0.025 +0.1 +0.01
0.23X1.8 0.18 0.025 +0.1 +0.01
0.25X 1.8 0.2 0.025 +0.1 +0.01
0.10X2.0 0.05 0.025 +0.1 +0.01
0.12X2.0 0.075 0.0225 +0.1 +0.01
0.15X2.0 0.1 0.025 +0.1 +0.01
0.16X2.0 0.1 0.03 +0.1 +0.01
20 0.18X2.0 0.125 0.0275 +0.1 +0.01
0.20X2.0 0.15 0.025 +0.1 +0.01
0.23X2.0 0.18 0.025 +0.1 +0.01
0.25%2.0 0.2 0.025 +0.1 +0.01
0.15X3.0 0.1 0.025 +0.1 +0.01
30 0.20X3.0 0.15 0.025 +0.1 +0.01 TR
0.15X4.0 0.1 0.025 +0.1 +0.015 EH
T 0 0.20X4.0 0.15 0.025 +0.1 +0.015 IS
Tinned 0.10X5.0 0.075 0.0125 +0.1 +0.015 R
copper 0.20X5.0 0.15 0.025 £0.1 +0.015 e
strip 5.0 0.25X5.0 0.2 0.025 +0.1 +0.015 | Can be
0.30X5.0 0.25 0.025 +0.1 +0.015 | custo
0.35X5.0 0.3 0.025 £0.1 £0.015 mized
6.0 0.20X6.0 0.15 0.025 +0.1 +0.015




0.25X6.0 0.2 0.025 +0.1 +0.015

0.30X6.0 0.25 0.025 +0.1 +0.015

0.35X6.0 0.3 0.025 +0.1 +0.015

0.40X6.0 0.35 0.025 +0.1 +0.015

0.3%8.0 0.25 0.025 +0.1 +0.015

8.0 0.35*%8.0 0.3 0.025 +0.1 +0.015
0.4*8.0 0.35 0.025 +0.1 +0.015




