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XUZHOU GOLDEN EAGLE SILK HOME TEXTILE FACTORY 
JINSHANQIAO DEVELOPMENT ZONE, XUZHOU CITY, JIANGSU PROVINCE, CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
 
Sample Description : One woven fabric: 100%silk in white  
Manufacturer : XUZHOU GOLDEN EAGLE SILK HOME TEXTILE FACTORY 
Supplier. : XUZHOU GOLDEN EAGLE SILK HOME TEXTILE FACTORY 
Country of Origin : CHINA 
Sample Receiving Date : Jun 09, 2017 
Test Performing Period : Jun 14, 2017 - Jun 16, 2017 
Test Performed : Selected tests as requested by applicant against Client’s performance 

standard. 
 
  *  *  *  * 
 
Test Result(s) : Please refer to the next page(s). 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of  
SGS-CSTC Standards Technical  
Services Co., Ltd. HangZhou Branch 

 
_______________________ 
Rina Shu (Account Executive) 
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Test Result: 
 
Fibre Content 
(ISO/TR 11827:2012& Regulation ( EU ) No 1007/2011) 
 
    
Silk (%) 100  

 
*** End of Report *** 
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