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Applicant XianningHuaxin Garment Co., Ltd

G eyl i T T AR K | A TR 2 7]
Manufacture XianningHuaxin Garment Co., Ltd

& A1 Trade Mark:

=P IAE Mm% FR Sample Name: — X4 P #7 il disposable protective clothing
FESRE B 1= Color: —

Submitted Sample  Z{& Quantity: 1, f#IA Description: JTLZiA 37 ik disposable nonwoven protectibe clothing
Description FE a2 Sample Grade: —, %4257 Safety Category: —

75 B35 Style No.: HXCR-01

g e e kbR A
R t 2020-05-12 2020-05-21
Test Type SAHESEE Date Received Date Issued

Examination

HI T8 A A GB 24539-2009 P4/ ki A== Bdr Bl F SORZER CRIURIAZI B 37 )

Performance GB 24539-2009 Protective clothing—Performance requirements of chemical protective
Standard clothing(particle tight protective clothing)

g

fttfE Approved by

2

Wang Baojun (Director)

RIS B T 57, A AKHE HoAhZE 77 57{F . This reportis valid only for the samples delivered by dients.

SR IR A A I, MT W Rk S 2 Hid 15 H A i BAr e, EHIAF 2. 1f there isany objection
2k conceming the report, itis required that the objection should be put forth to the center within 15 days from the
reception date of the report.

FAs SRAER PSR, ARG sE R AT E A AT RN &S R A EE . Measurementuncertaintyis not
considered on the results and conformity assessmentin the report unless required by the customer.
*F AR HIHIAA] . *The testisn’t requested for confirmation temporarily.
PR EIAEROBRAT
PERVES SN EEGRAR NERRPO Chinatesta Textile Testing & Certification Services  Tel : 010-65002813 400-086-0486
HH OB RIS T Add : No.3 Yanjingli Middle Street, Chaoyang District, Beijing 10025, China Fax: 010-65076599
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Conclusion
1 T e
Tear force Pass
2 Febgom 7] i)
Seam strength Pass
3 W o
Breaking strength Pass
(e kLt S ES WG
The conclusion please refer to the attached pages
chiftRE A ER S BR A E]
FEHVRSSSOHERRR NG PO Chinatesta Textile Testing & Certification Services  Tel : 010-65002813 400-086-0486
HHOBERRESETAa Add : No.3 Yanjingli Middle Street, Chaoyang District, Beijing 10025, China Fax : 010-65076599
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Requirement Results Judgement

HUT A 5 7 (N) A
Tear force(N) Pass
GB/T 3917.3-2009

I\ [+]

Longitudinal

1 1]

Crosswise

JE IE % i # tornabnormally

Seam strength(N) Pass
GB/T 13773.1-2008
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=10 =10

=30 210

2438 /1 (N) vy
Breaking strength(N) Pass
GB/T 3923.1-2013
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A []
Longitudinal

230 84

230 152

LIF2EH
End of report
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