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JINAN BOLLISON INTERNATIONAL TRADING CO.,LTD .Client Name :

ROOM609,BUILDING E6-3,CHINA NOBEL TOWN,SHENGJING STREET,ZHANGQIU 

DISTRICT,JINAN CITY,SHANDONG PROVINCE,CHINA,250200

.

Client Address :

PE TARPAULIN.Sample Name :

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : QDPC2401000070 - QD .

Date of Sample Received : . 16 Jan 2024.

16 Jan 2024 - 22 Jan 2024 .Testing Period : .

Test Requested : . Selected test(s) as requested by the client. .

Test Method(s) : . Please refer to next page(s). .

Test Result(s) : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

EU RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU- 

Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls 

(PBBs), Polybrominated diphenyl ethers (PBDEs), Bis(2-ethylhexyl) phthalate 

(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl 

phthalate (DIBP) ..

PASS.

PASS.US California Proposition 65-Lead content .

PASS.US California Proposition 65- Cadmium content .

PASS.US California Proposition 65- Phthalate .

Zhang Bo, Justin .

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd..
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Test Result(s) : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. TAO24-001913.001 Grey sheet.

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU- Lead, Mercury, Cadmium, 

Hexavalent chromium, Polybrominated biphenyls (PBBs), Polybrominated diphenyl ethers (PBDEs), 

Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl 

phthalate (DIBP).

Test Method : . With reference to IEC 62321-5:2013, IEC 62321-4:2013+AMD1:2017, IEC 62321-7-2:2017, IEC 

62321-6:2015 and IEC 62321-8:2017, analyzed by ICP-OES, UV-Vis and GC-MS. .

001.

Cadmium (Cd) . 100 mg/kg. 2 ND.

Lead (Pb). 1000 mg/kg. 2 ND.

Mercury (Hg). 1000 mg/kg. 2 ND.

Hexavalent Chromium (Cr(VI)) . 1000 mg/kg. 8 ND.

Sum of PBBs. 1000 mg/kg. - ND.

Monobromobiphenyl . - mg/kg. 5 ND.

Dibromobiphenyl . - mg/kg. 5 ND.

Tribromobiphenyl . - mg/kg. 5 ND.

Tetrabromobiphenyl . - mg/kg. 5 ND.

Pentabromobiphenyl . - mg/kg. 5 ND.

Hexabromobiphenyl . - mg/kg. 5 ND.

Heptabromobiphenyl . - mg/kg. 5 ND.

Octabromobiphenyl . - mg/kg. 5 ND.

Nonabromobiphenyl . - mg/kg. 5 ND.

Decabromobiphenyl . - mg/kg. 5 ND.

Sum of PBDEs. 1000 mg/kg. - ND.

Monobromodiphenyl ether . - mg/kg. 5 ND.

Dibromodiphenyl ether . - mg/kg. 5 ND.

Tribromodiphenyl ether . - mg/kg. 5 ND.

Tetrabromodiphenyl ether . - mg/kg. 5 ND.

MDLTest Item(s). Limit. Unit.
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MDLTest Item(s). Limit. Unit. 001.

Pentabromodiphenyl ether . - mg/kg. 5 ND.

Hexabromodiphenyl ether . - mg/kg. 5 ND.

Heptabromodiphenyl ether . - mg/kg. 5 ND.

Octabromodiphenyl ether . - mg/kg. 5 ND.

Nonabromodiphenyl ether . - mg/kg. 5 ND.

Decabromodiphenyl ether . - mg/kg. 5 ND.

Di-butyl Phthalate (DBP) . 1000 mg/kg. 50 ND.

Benzyl Butyl Phthalate (BBP) . 1000 mg/kg. 50 ND.

Bis (2-ethylhexyl) phthalate (DEHP) . 1000 mg/kg. 50 ND.

Diisobutyl Phthalates (DIBP) . 1000 mg/kg. 50 ND.

Notes :.

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical 

devices, and monitoring and control instruments, including industrial monitoring and control instruments, 

from 22 July 2021. .

US California Proposition 65-Lead content.

Test Method : . With reference to CPSC Test Method: CPSC-CH-E1002-08.3. Analysis was performed by 

ICP-OES..

MDLTest Item(s). Limit. Unit. 001.

ND.20.mg/kg.100.Lead (Pb).

PASS.Conclusion.

Notes :.

(1) The limit is referenced to the requirement as stated in the County of San Francisco Superior Court, 

Case No. CGC-09-489839 and County of Los Angeles Superior Court Case No. BC 449019.

(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that 

are most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a 

user’s actual exposure to the tested chemical. 

A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, 

and may choose to comply with California Proposition 65 by clearly informing the consumer of potential 

exposure..

US California Proposition 65- Cadmium content.
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Test Method : . With reference to CPSC Test Method: CPSC-CH-E1002-08.3. Analysis was performed by 

ICP-OES..

MDLTest Item(s). Limit. Unit. 001.

ND.5.mg/kg.300.Cadmium (Cd) .

PASS.Comment.

Notes :.

(1) The limit is referenced to the cadmium requirement stated in the County of Alameda Superior Court, 

RG-10-514803.

(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that 

are most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a 

user’s actual exposure to the tested chemical. 

      A manufacturer or retailer that is not named in the referenced settlement is not bound by that 

settlement, and may choose to comply with California Proposition 65 by clearly informing the consumer of 

potential exposure. .

US California Proposition 65- Phthalate.

Test Method : . With reference to CPSC-CH-C1001-09.4(2018), analysis was performed by GC-MS. .

MDLCAS NO.Test Item(s). Limit. Unit. 001.

ND.50.mg/kg.1000.84-74-2.Dibutyl Phthalate (DBP) .

ND.50.mg/kg.1000.85-68-7.Benzylbutyl Phthalate (BBP) .

ND.50.mg/kg.1000.117-81-7.Di-(2-ethylhexyl) Phthalate (DEHP) .

ND.50.mg/kg.1000.28553-12-0

/68515-48-0.

Diisononyl Phthalate (DINP) .

ND.50.mg/kg.1000.117-84-0.Di-n-octyl Phthalate (DNOP) .

ND.50.mg/kg.1000.26761-40-0

/68515-49-1.

Diisodecyl Phthalate (DIDP) .

ND.50.mg/kg.1000.84-75-3.Di-n-hexyl Phthalate (DnHP) .

ND.50.mg/kg.1000.84-61-7.Dicyclohexyl Phthalates (DCHP) .

ND.50.mg/kg.1000.84-69-5.Diisobutyl Phthalates (DIBP) .

ND.50.mg/kg.1000.131-18-0.Di-n-pentyl Phthalates (DPENP) .

PASS.Conclusion.

Notes :.

(1) The limit is referenced to the requirement stated in Alameda Superior Court, BG-07-350969 and 

CPSIA&16 CFR 1307.

(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that 

are most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a 

user’s actual exposure to the tested chemical. 

A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, 
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and may choose to comply with California Proposition 65 by clearly informing the consumer of potential 

exposure..

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for 

Simple Acceptance Rule ( w =0) stated in ILAC-G8:09/2019. .
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ATTACHMENTS 

 

PBBs/PBDEs Testing Flow Chart 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/ Dilution of 
extraction solution 

 

Filtration 

GC-MS 

DATA  
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ATTACHMENTS 

 

Phthalates Testing Flow Chart 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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ATTACHMENTS 
Hexavalent Chromium (Cr(VI)) Testing Flow Chart 

 
 
 
 
 
 
 
 

Sample Preparation 

Sample Measurement 

Metallic 
material 

DATA 

UV-Vis 

Boiling water 
extraction 

Adding 1,5- 
diphenylcarba
zide for color 
development 

 

Adding 1,5- 
diphenylcarbazide for 

color development 

UV-Vis 

Nonmetallic 
material 

Dissolving by 
ultrasonication 

pH adjustment 

DATA 

ABS/PC/PVC Others 

Digesting at 
150~160°C 

Digesting at 
60°C by 

ultrasonication 

Separating to 
get aqueous 

phase 
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ATTACHMENTS 
 

Elements (IEC62321) Testing Flow Chart 
 

1) These samples were dissolved totally by pre-conditioning method according to below flow chart.  
 
 
 
 
 
 
 
 

Sample Preparation 

Sample Measurement 

ICP-OES/AAS 

Solution 

Filtration 

Residue 

1) Alkali Fusion / Dry 
Ashing  

2) Acid to dissolve 

Acid digestion with 
microwave/ hotplate 

DATA 
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Sample photo: .

TAOML2400191301

TAO24-001913.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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