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TEST REPORT

O.: (2024)GSJ-X1979Y DATE:2024-10-14 PAGE 1 OF 2

Applicant:

€O., LTD.

Phone No.:/

Fax No.:/

Post Code:361026
E-mail:/

Address: NO.268.WENGIIAO ROAD,
HAICANG DISTRICT, XIAMEN, CHINA

Sample:

Name: XIAMEN CHANGSU INDUSTRIAL | Name: BOPA FILM-simultaneous stretching

Trade Mark:/
Type/Model: 210mmx0.025mm

Sample grade:/

Batch number:/
Production Date:/
Manufacturer:/
Amount:200g

Date Received:2024-09-27

State Received: The samples are fit for the requests of testing.

Test Specification(s)

GB 4806.7-2023 National standards for food safety  Plastic materials and products for
Jood contact

Test Results

(See next page)
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Conclusion 1?; am e‘s«&re coEphed with the requirement of GB 4806.7-2023
Note 1 uf uret’ ig” XIAMEN CHANGSU INDUSTRIAL
€ ' st the continuation page
Test Date 2024-09-28~2024-10-12 Test Location Mawei base

p %
a5 BT %
Approved by: Checked by : 171 Tested by:

Note: This report consists of the cover page, the title page and the body, which shall not be reproduced in part. The
paper is special for reports of the national Center. The reproduced report is invalid unless re-affixed the special

seal for test report.
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" . ) Inspection Inspection
Inspection Item Unit Technical Index
Result Method
10% (volume fraction) Not detected
ethanol .
( reflux 8h .then 60°C,10d) (10q:0.003)
Total - 1 % (volume fraction) acef
migration o (vo umeacrieclic ion) acetic Not détectad b
of aromatic ( reflux 8h ,then 60°C,10d) mg/kg Not Detected (1og:0.003) 316043&2‘—&02]
primary - l s LT
B it s 95% (volume ractlop) 2N
ethanol (vegetable oil Not detected
substitution) (10q:0.003)
( reflux 8h ,then 60°C,10d)
Remark:

1.No colorants were added,CAS Number:25038-54-4:
2. Anticipated contact food: All food types;
3. Use condition :121°C sterilizetion 120min,storage at room temperature for = 180d:

4.S/V unknown when expected or actual used;

5.Sample usage:disposable;
6.log: Limit of Quantitation.

¥4¥**End of Test Report*****




